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Pb Lead 72-78 % 77.5 %
Cu Copper 08-13% 1.00 %
Ni Nickel 0.05-0.15%

Bi Bismuth 1-5ppm 1.0 ppm
Ag Silver 35-50 g/dmt 40 g/dmt
Fe Iron 1.5-30% 2.5%
As Arsenic 0.02-0.04 % 0.03 %

S Sulfide 10-15% 11.0 %
Zn Zinc 08-10% 0.85%
Co Cobalt 0.05-0.10 %

Sb Antimony 0.001 - 0.004 % 0.002 %
H,O Water 6-8%
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